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MATERIAL DECLARATION SHEET 

 

 
 

No. 

Construction 
Element 

(Subpart)  
Homogeneous 

Material  

Material 
Weight 

(g) 

Homogeneous 
Material  

CASRN 
Material 
Mass % 

Material Mass  
% of total unit 

wt.  

Subpart 
mass of total 

wt. (%)  Substance  

1 Base  Nylon 0.296 

Polyamide 9T 169284-22-4 43 14.5330 

33.80 
Brominated 
polystyrene 88497-56-5 23 7.7735 
Glass fiber 65997-17-3 34 11.4912 

2 Contacts 

Brass 0.247 
Copper 7440-50-5 70 19.7420 

28.55 
Zinc 7440-66-6 30 8.4608 

Termination 
0.003 

Tin 7440-31-5 100 0.3425 
Underplating Nickel 7440-02-0 100 0.3425 
Finish Plating Gold 7440-57-5 100 0.3425 

3 Stabilizer 
Brass 

0.0348 

Copper 7440-50-5 70 2.7815 

3.97 
Zinc 7440-66-6 30 1.1921 

Termination Tin 7440-31-5 100 3.9735 
Plating Nickel 7440-02-0 100 3.9735 

4 Cover Nylon 0.295 

Polyamide 9T 169284-22-4 43 14.4839 

33.68 
Brominated 
polystyrene 88497-56-5 23 7.7472 
Glass fiber 65997-17-3 34 11.4524 

  Total Weight 0.8758      
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Important remarks:  

1.  It is the responsibility of the user to verify they are accessing the latest version. 

Material Number 70ADJ-5-M   
 Product Line Modular contacts 

Compliance Date  8-1-2005 
RoHS Compliant  Yes   MSL 1 


